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TECHNICAL DATA
PROPERTIES TESTING METHOD
Specific surface area (m?/g) 2+ 1 BET
Particle size (d,,) (um) 1.5-2.0 SEM
Bulk density (g/cm?) 1.45 - 2.00
Loss on ignition (LOI) (%) 0.4-15 (1000 °C/1h)
pH - Value 5.91-6.28
Purity (wt.-%]) 85-98 Remainder La,0,

POTENTIAL APPLICATIONS

Polsihing agents
UV-absorbers

Catalysts
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